Viitra S.K. Test ve Tetkik Ltd. Sti. [@ES

TESTING @INSPECTION

Yeni Hal Mah. Turgut Ozal Bulvan Mersin Gida Toptancilar ve imalatgiar

Sitesi D Blok N0.90 MERSIN/TURKIYE
T +90324 2340056 F +90 324 2340567 WA www.mitrask.com

Ref No: - MSK/TRK/AR/FE/15-16/720 Date: 07.01.2016

CERTIFICATE OF QUALITY

We hereby certify that one “1” no of sample said to be “Iron Ore” submitted by “KANAROGLU MAD.
YAPI, ENERJI LOJ. AKARYAKIT SAN VE TiC. LTD. STI.” at Our Mersin Office on 26" December

2015 has been analyzed with the following results.

ANALYSIS ON SAMPLE DRIED AT 105 DEGREE CENTIGRADE

Sample Mark on
Submitted Sample

Parameter
KONSANTRE DEMIR

6000 MT

Results %

Au . 0.0020

Pt 0.0002
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Test results belong only to the sample tested. This report is valid for 3 (three) months. If otherwise

(three) months. Test reports without wet paint signature and seal are not valid. This report cannot be égpied or duplicated without laboratory’s

\

written permission.
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